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Options
Height Histogram
Histogram Integral
Gaussian Fit
Roughness Frequency.

Bearing Ratio

Surface Characteristics
Average Height 62732

RMS Deviation (variance) ~ 1.4062
Mean Deviation (Ra)  1.1182

Image Resolution 300
Skewness -43.063 E-3
Kurtosis 1208

Computed Roughness Parameters:





